
1887757-R8SDMS

UNITED STATES ENVIRONMENTAL PROTECTION AGENCY
REGION 8

1595 Wynkoop Street 
DENVER. CO 80202-1129

Phone 800-227-8917 
http://www.ep8.sov/region08

Division of
Solid anrl Hazardous Waste

DEC 0 6 2012 DEC 1 0 2012

Ref: 8ENF-RC

Mr. Scott T. Anderson, Director 
Division of Solid and Hazardous Waste 
Utah Division of Environmental Quality 
P.O. Box 144880 
Salt Lake City, UT 84114-4880

Re: Transmittal: Inspection Report for EPA Lead Inspection at the Western Zirconium facility in Ogden, 
Utah.

Dear Mr. Anderson:

On September 14-15, 2011 and November 8, 2011, David Duster, of my staff, conducted RCRA 
Compliance Evaluation Inspection (CEI) at the Western Zirconium facility in Ogden, Utah. The report 
for this inspection is enclosed.

If you have any questions regarding the content of this report, please contact David Duster at 
(303) 312-6665.

cc: David Duster, EPA
Aaron Urdiales, EPA via email 
Brad Maulding, UDEQ via email 
Jim Lansbarkis, UDEQ via email 
Rolf Johnsson, UDEQ via email 
Deborah Ng, UDEQ via email

Sincerely,

Kelcey Land, Director
CERCLA/RCRA Technical Enforcement Program

Printed on Recycled Paper



U.S. EPA Region 8
Enforcement Compliance & Environmental Justice Division

RCRA COMPLIANCE EVALUATION INSPECTION 
CERCLA Off-Site

Date of Inspection: September 14-15, 2011 and
November 8, 2011 (Sampling)

Facility: Western Zirconium
1100 West 900 South
Ogden, Utah 84404
UTD092024934

Facility Contact: Kent Bradford
Manager Environmental Health and Safety 
(801)732-2205

Notification Status: Treat, store and dispose hazardous waste

Applicable Regulations: Utah Administrative Code, R315
Federal - 40 CFR Parts 260-270

Type of Inspection: Compliance Evaluation Inspection 
(CERCLA Off-Site Rule)

Participants: David Duster, EPA
Kevin Schanilec, EPA
Van Housman, EPA
Jim Lansbarkis, Utah DEQ
Rolf Johnsson, Utah DEQ

Time of Arrival: 9:00 am September 14, 2011

Time of Departure: 12:00 pm September 15, 2011

Report Prepared By: David Duster



Western Zirconium 
Ogden, Utah

UTD092024934
RCRA Compliance Evaluation Inspection

Introduction

On September 14-15, 2011,1 performed a Resource Conservation Recovery Act (RCRA) 
compliance evaluation inspection (CEI) at the Western Zirconium facility located at 
1000 West 900 South in Ogden, Utah. Mr. Kevin Schanilec and Mr. Van Housman from 
EPA also accompanied and assisted me on this inspection. Utah Department of 
Environmental Quality inspectors Mr. Rolf Johnson and Mr. Jim Lansbarkis also 
accompanied and assisted me on this inspection.

On November 8, 2011, an EPA National Enforcement and Investigation Center team 
(Richard Ross, John Fowler, John Reschl and Linda Tekrony) conducted sampling and 
photographed, documented and conducted field testing of magnesium chloride material 
generated at Western Zirconium facility. I accompanied the EPA NEIC team during this 
sampling event

Facility Description and Hazardous Waste Management Overview

The Western Zirconium plant recovers zirconium and hafnium from imported zirconium 
oxide crystals to make products for the commercial nuclear fuel industry and the military. 

' The plant was constructed in 1978 and encompasses approximately 1,100 acres including 
110 acres of evaporation ponds. The primary production process steps include: 
separation, pure chlorination, reduction and zircaloy fabrication.

The production process steps for zirconium and hafnium are similar. After initial co­
processing, the zirconium and hafnium intermediate products are separated for final 
processing and purification. Zirconium and hafnium always occur together in natural 
minerals, and therefore, all naturally occurring zirconium compounds contain hafnium. 
Approximately, 90 percent of the produced metal is zirconium and 10 percent is hafnium.

The separation stage uses ammonium hydroxide (NH40H), ammonium thiocyanate 
(THIO), hydrochloric acid (HCL), Sulfuric Acid (H2S04) and methyl-iso-butyl-keytone 
(MIBK). The separation system consists of a series of extraction, stripping and scrubbing 
columns to remove impurities and separate hafnium oxide from the zirconium 
tetrachloride for processing into zirconium metal. In the pure chlorination state, 
zirconium oxide is converted to zirconium tetrachloride by reacting coke, zirconium 
oxide and chlorine, forming a gas product that is condensed resulting in pure zirconium 
tetrachloride solid product. In the reduction stage, zirconium sponge is produced by 
reacting zirconium tetrachloride with magnesium in a furnace to form zirconium sponge



and magnesium chloride. The magnesium chloride is removed and typically sold as a 
product in the aluminum alloy industry.

The pure zirconium sponge is combined with alloying elements, consolidated into 
briquettes, and assembled into a melting electrode. The electrode components are 
electron-beam welded together. The welded electrodes are melted and cast into ingots.
Up to 60% recyclable zircaloy materials are added to the melts. Ingots are triple-melted 
in vacuum arc furnaces and cast into water cooled copper crucibles. Ingots are forged into 
logs or slabs for further processing to a final product.

Inspection Narrative

The EPA inspection team arrived at the facility at approximately 0900 hours on 
September 14, 2011. We presented our credentials to Mr. Kent Bradford, Manager, 
Environmental Health and Safety. Mr. Kevin Merchel, Senior Environmental Engineer 
for Western Zirconium briefed us on the facility’s operations.

A summary of this briefing is described above. During this briefing, Mr. Merchel stated 
that during the economic slowdown in 2009, the market for magnesium chloride 
dissipated and Western Zirconium was forced to dispose of the magnesium chloride in 
the Clean Harbors - Grassy Mountain landfill. A listing of these shipments is provided in 
Attachment 1.

Following this briefing, we conducted a general site tour of the facility. During this tour, 
we visited the separation, pure chlorination, reduction and zircaloy fabrication processes.
I did not observe any concerns with the facility management of hazardous waste during 
this walk-through. The facility appeared to manage their hazardous waste appropriately at 
the time of this inspection.

During the following morning, on September 15, 2011,1 reviewed facility RCRA 
documentation including facility hazardous waste manifests, training records, 
contingency plan, container inspection records and land disposal notification forms. No 
concerns were noted during this review.

At the end of the morning, Mr. Kevin Schanilec and provided an exit briefing to Western 
Zirconium representatives. During this briefing we expressed concern that magnesium 
chloride generated during their process should be classified as a hazardous waste. I 
informed Western Zirconium that we would perform sampling of material at a later date 
utilizing the support of EPA’s National Enforcement Investigation Center.

FIELD SAMPLING

On November 8, 2011, an NEIC team (Richard Ross, John Fowler, John Reschl and 
Linda Tekrony) conducted sampling and photographed, documented and conducted field 
testing of magnesium chloride material generated at Western Zirconium facility. A copy 
of the sampling report is provided in Attachment 2. The team collected three samples



testing of magnesium chloride material generated at Western Zirconium facility. A copy 
of the sampling report is provided in Attachment 2. The team collected three samples, 
from the Grade A magnesium chloride, Grade B magnesium chloride and from a silo 
containing crushed magnesium chloride. The EPA NEIC concluded in their report that all 
of the samples examined had properties identified under the reactivity characteristic 
provided in 40 CFR Section 261.23. The report stated that upon the addition of water to 
the materials sampled, considerable heat, hydrogen, and hydrogen sulfide were rapidly 
generated. Each of these are indicative of properties (2) through (5) found in the 
reactivity characteristic, 40 CFR Section 261.23.

Areas of Concern

1. From March 9,2009 to November 4,2012 Western Zirconium submitted 92 
manifests for shipments during 72 days that identified magnesium chloride waste 
was characterized, shipped and disposed as a non-hazardous waste to the Clean 
Harbors - Grassy Mountain Landfill located in Clive, Utah. Sampling and 
analyses conducted by EPA’s NEIC indicate the material should be classified as a 
D003, reactive hazardous waste.

Prepared by:

RCRA Technical Enforcement Program

Attachment 1: List of Shipments of Magnesium Chloride
Attachment 2: Field and Analytical Report, Western Zirconium, Prepared by EPA NEIC
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Western Zirconium Shipments of Waste Magnesium Chloride

Pounds00588 Magnesium Chloride 30-Mar-09 1 Roll-off 27560
00589 Magnesium Chloride 01-Apr-09 1 Roll-off 25780 Pounds
00592 Magnesium Chloride 03-Apr-09 1 Roll-off 26300 Pounds
00593 Magnesium Chloride 06-Apr-09 1 Roll-off 39360 Pounds
00594 Magnesium Chloride 06-Apr-09 1 Roll-off 26280 Pounds
00595 Magnesium Chloride 07-Apr-09 1 Roll-off 16320 Pounds
00596 Magnesium Chloride 10-Apr-09 1 Roli-off 18160 Pounds
00597 Magnesium Chloride 10-Apr-09 1 Roll-off 23800 Pounds
00598 Magnesium Chloride 13-Apr-09 1 Roll-off 32820 Pounds
00601 Magnesium Chloride 14*Apr-09 1 Roll-off 30300 Pounds
00599 Magnesium Chloride 15-Apr-09 1 Roll-off 25180 Pounds
00600 Magnesium Chloride 17-Apr-09 1 Roll-off 31100 Pounds
00603 Magnesium Chloride 20-Apr-09 1 Roll-off 15320 Pounds
00604 Magnesium Chloride 22-Apr-09 1 Roll-off 25960 Pounds
00605 Magnesium Chloride 22-Apr-09 1 Roll-off 27920 Pounds
00609 Magnesium Chloride 24-Apr-09 1 Roll-off 28220 Pounds
00610 Magnesium Chloride 24-Apr-09 1 Roll-off 32240 Pounds
00607 Magnesium Chloride 27-Apr-09 1 Roll-off 28920 Pounds
00608 Magnesium Chloride 29-Apr-09 1 Roll-off 43980

35240
Pounds

00614 Magnesium Chloride 30-Apr-09 1 Roll-off Pounds
00611 Magnesium Chloride 0l-May-09 1 Roll-off 31900 Pounds
00612 Magnesium Chloride 01-May-09 1 Roll-off 33260 Pounds
00616 Magnesium Chloride 04-May-09 1 Roll-off 27200 Pounds
00617 Magnesium Chloride (M-May-09 1 Roll-off 19140 Pounds
00618 Magnesium Chloride 06-M ay-09 1 Roll-off 31920 Pounds
00619 Magnesium Chloride 08-May-09 1 Roll-off 30780 Pounds
00620 Magnesium Chloride 08-May-09 1 Roll-off 31740 Pounds
00622 Magnesium Chloride ll-May-09 1 Roll-off 26200 Pounds
00627 Magnesium Chloride 15-May-09 1 Roll-off 36280 Pounds
00628 Magnesium Chloride l8-May-09 1 Roll-off 23580 Pounds
00630 Magnesium Chloride 20-May-09 1 Roll-off 24580 Pounds

00631 Magnesium Chloride 22-May-09 1 Roll-off 31220 Pounds
00632 Magnesium Chloride 27-May-09 1 Roll-off 20960 Pounds
00633 Magnesium Chloride 29-May-09 1 Roll-off 27360 Pounds
00634 Magnesium Chloride 08-Jun-09 1 Roll-off 32680 Pounds
00640 Magnesium Chloride 08-Jun-09 1 Roll-off 18200 Pounds
00641 Magnesium Chloride 12-Jun-09 1 Roll-off 24500 Pounds
00642 Magnesium Chloride 17-Jun-09 1 Roll-off 34200 Pounds
00639 Magnesium Chloride 19-Jun-09 1 Roll-off 36460 Pounds
00647 Magnesium Chloride 22-Jun-09 1 Roll-off 20240 Pounds
00650 Magnesium Chloride 24-Jun-09 1 Roll-off 33180 Pounds
00655 Magnesium Chloride 25-Jun-09 1 Roll-off 28320 Pounds
00652 Magnesium Chloride 26-Jun-09 1 Roll-off 18040 Pounds



00653 Magnesium Chloride 5 26^Jtm4)9 1 ' Roll-off r 'v25'9dpr "Pounds
00657 Magnesium Chloride 29-Jun-09 1 Roll-off •21480 Pounds
00658 Magnesium Chloride Ol-Jul-09 1 Roll-off 31340 Pounds
00659 Magnesium Chloride 01-Jul-09 1 Roll-off 28900 Pounds
00660 Magnesium Chloride • 02-Jul-09 1 Roll-off 25680 Pounds
00662 Magnesium Chloride 06-JUI-09 1 Roll-off 29640 , Pounds
00664 Magnesium Chloride 08-JuK» 1 Roll-off 32500 Pounds
00665 Magnesium Chloride 10*Jul*09 1 Roll-off 33280 . Pounds
00666 Magnesium Chloride lO-Jul-09 1 Roll-off 33940 Pounds
00667 Magnesium Chloride 13-JUI-09 1 Roll-off 31200 Pounds
00669 Magnesium Chloride 15-Jul-09 1 Roll-off 34520 Pounds
00670 Magnesium Chloride 17-Jul-09 1 Roll-off 34900 Pounds
00671 Magnesium Chloride 17-JUI-09 1 Roll-off 34200 Pounds
00672 Magnesium Chloride 20-Jul-09 1 Roll-off 33000 Pounds
00674 Magnesium Chloride 21-Jul-09 1 Roll-off 34660 Pounds
00673 Magnesium Chloride 22-JUI-09 1 Roll-off 33160 Pounds
00675 Magnesium Chloride . 24-Jul-09 1 Roll-Off 35720 Pounds
00678 Magnesium Chloride 27-Ju!-C9 1 Roll-off 26340 Pounds
00679 Magnesium Chloride 28-Jul-09 1 Roll-Off 30200 Pounds
00680 Magnesium Chloride 29-Jul-09 1 Roll-off 30540 Pounds
00681 Magnesium Chloride 31-Jul-09 1 Roll-off 33700 Pounds
00682 Magnesium Chloride 31-Jul-09 1 Roll-off 30220 Pounds
00684 Magnesium Chloride 31-Jul-09 1 Roll-off 33120 Pounds
00686 Magnesium Chloride 04-Aug-09 1 Roll-off 41520 Pounds
00687 Magnesium Chloride 05-Aug-09 1 Roll-off 23540 Pounds
00689 Magnesium Chloride 07-Aug-09 1 Roll-off 14940 Pounds
00692 Magnesium Chloride 12-Aug-09 1 Roll-off 29780 Pounds
00693 Magnesium Chloride 14-Aug-09 1 Roll-off 32900 Pounds.
00694 Magnesium Chloride 14-Aug-09 1 Roll-off 32000 Pounds
00697 Magnesium Chloride 15-Aug-09 1 Roll-off 33460 Pounds
00696 Magnesium Chloride 17-Aug-09 1 Roll-off 30600 Pounds
00699 Magnesium Chloride 21-Aug-09 1 Roll-off 26080. Pounds
00701 Magnesium Chloride 24-Aug-09 1 Roll-off 33180 Pounds
00702 Magnesium Chloride 25 Aug-09 1 Roll-off 26320 Pounds
00703 Magnesium Chloride 26-Aug-09 1 Roll-off 29520 Pounds
00704 Magnesium Chloride 28-Aug-09 1 Roll-off 28100 Pounds
00706 Magnesium Chloride 31-Aug-09 1 Roll-off 29200 Pounds
00707 Magnesium Chloride 01-Sep-09 1 Roll-off 31860 Pounds
00708 Magnesium Chloride 22-Sep-09 1 Roll-off 32220 Pounds
00700 Magnesium Chloride 06-0ct-09 1 Roll-off 27560 Pounds
00698 Magnesium Chloride 12-0ct-09 1 Roll-off 30720 Pounds
00722 Magnesium Chloride 12-0ct-09 1 Roll-off 29220 Pounds
00726 Magnesium Chloride 13-0ct-09 1 Roll-off 34700 Pounds
00724 Magnesium Chloride 19-0ct-09 1 Roll-off 33560 Pounds
00725 Magnesium Chloride 19-0ct-09 1 Roll-off 38740 Pounds



00723 Magnesium Chloride 04-Nov-09 1 Roll-off 28520 Pounds
00734 Magnesium Chloride 09-Nov-09 1 Roll-off 18300 Pounds
00735 Magnesium Chloride 09-Nov-09 1 Roll-off 25520 Pounds
00833 Magnesium Chloride 04-Nov-10 1 Roll-off 37140 Pounds
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EXECUTIVE SUMMARY

The U.S. Environmental Protection Agency (EPA) National Enforcement Investigations 
Center (NEIC) provided field and analytical technical support in an investigation of Western 
Zirconium, Inc. (Western Zirconium) at the request of EPA Region 8. The field work was 
completed at Western Zirconium, 10000 W 900 S, Ogden, Utah, on November 8, 2011, and 

consisted of sampling materials from Western Zirconium’s processes.

Samples were subsequently transported to the NEIC laboratory in Denver, Colorado, 
where they were examined for Resource Conservation and Recovery Act (RCRA) reactivity 
characteristic properties. All of the samples examined had properties identified under the 
reactivity characteristic provided in 40 Code of Federal Regulations (CFR) §261.23', as is 

applicable if the material sampled is further classified as a solid waste. All activities of NEIC 

personnel were performed in accordance with the NEIC quality system.

SUMMARY OF FINDINGS

Upon the addition of water to the materials sampled, considerable heat, hydrogen, and 
hydrogen sulfide (PUS) were rapidly generated. Each of these are indicative of properties (2) 
through (5) found in the reactivity characteristic, 40 CFR §261.23. Detailed findings are 
provided in the ’‘Field Activities” and ’‘Laboratory Activities” sections of this report.

1 See 40 CFR §261.23 for Ihc RCRA reactivity characteristic.
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ENFORCEMENT CONFIDENTIAL

INTRODUCTION

NEIC provided field and analytical technical support in an investigation of Western 
Zirconium at the request of EPA Region 8. Field activities were conducted in November 2011. 
The facility’s website provides that it produces zirconium ■metal and other products. According 
to Western Zirconium, it currently receives zirconium as the tetrachloride salt from an off-site 
source. At the facility, magnesium metal is used to reduce the tetrachloride salt when heated in 
large crucibles. The molten, reduced product metal forms a layer or “sponge” at the bottom of 
the crucible, leaving a magnesium chloride top layer that contains impurities. Upon cooling, the 
magnesium chloride layer forms a cake. A backhoe is used to remove this cake from the 
crucible. The very top portion of the cake is typically removed first and then discarded at an on­
site surface impoundment. It is classified by the facility as the “grade B” material. The 
remainder of the cake, “grade A” material, is removed, then moved to a hopper where it is 
conveyed to a comminution device, then sized to minus V* inch before it is elevated to an 
overhead storage silo where it is stored under nitrogen as the product material. Periodically, the 

silo contents are transferred to rail cars for shipment off-site to the customer.

NEICVPO973E0I Page 5 of 31
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ENFORCEMENT CONFIDENTIAL

FIELD ACTIVITIES

ON-SITE ACTIVITIES

On November 8, 2011. an NEIC team (Richard Ross, John Fowler, John Reschl, and 
Linda TeKrony) conducted sampling and photographed, documented, and conducted field testing 

of materials at Western Zirconium, Ogden. Utah (Figure 1). Dave Duster (EPA Region 8) 
accompanied the NEIC team. Photograph logs and photographs documenting site conditions and 

sample collection are included in Appendix A. All field observations and measurements were 

documented in a bound field logbook. All photographs in Appendix A were taken using a Ricoh 

Caplio 550SE-B camera (serial No. 03301900).

Figure 1. Western Zirconium satellite view, 10000 W 900 S, Ogden, Utah. 
Western Zirconium, Inc.

Ogden, Utah
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ENFORCEMENT CONFIDENTIAL

Sampling Activities

Western Zirconium personnel escorted the EPA team to the crucible cleanout area where 
a crucible containing a layer of magnesium chloride above a layer of zirconium metal sponge 
was being held for processing. This area is shown in Figure 2.

Figure 2. Crucible cleanout area witb grade A material on steel platform 
Western Zirconium, Inc.

Ogden, Utah

The crucible was cool and staged for sampling when the NEIC team arrived. For the 
various grades of magnesium chloride collected for sampling. Western Zirconium personnel 
were responsible for operating their backhoe and accessing the processed material storage silo. 
To access the storage silo. Western Zirconium personnel disconnected a transfer line and opened 
a valve at the base. J. Fowler subsequently collected all samples.

For the sample from Station A, the magnesium chloride grade A, the hackhoe was used to 
remove the solidified material from the top of the crucible. According to company personnel, 

removable grade B material was not present in this particular crucible. The backhoe operator 
removed all of the material that he would identify as magnesium chloride grade A. The removed 
material was spread out into a flat, L-shaped pile around the crucible. The pile was 
approximately 200 square feet in area and 6 inches deep. A tape measure was used to divide the 
pile into a grid of fourteen 4- by 4-foot squares. Two of the grid squares were in locations 
without magnesium chloride due to the L-shape of the pile. The sample increments collected 
from each grid square were shoveled into plastic 5-gallon buckets lined with doubled plastic 
liners. A 9- by 11-inch square-point shovel, wrapped in plastic to prevent the metal shovel blade 
from contaminating the sample material, w as used to collect each of the increments. All plastic 

buckets used for containing samples had internal gap seals integral to their screw caps.

NEICVPW7JE0I Pag* 7 of 31
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ENFORCEMENT CONFIDENTIAL

One pile of 14 sample increments was collected on plastic sheeting placed beside the 

spread-out pile. A second pile of 14 sample increments was collected from approximately the 
same grid locations as the first set of increments and placed on the plastic sheeting. The entire 
first pile was shoveled alternately into two 5-gallon buckets using a 6- by 8-inch square-point 

shovel wrapped in plastic, creating an EPA sample and a split for the facility. Twelve 

increments were placed into each sample bucket from the first pile. The entire second pile was 

also shoveled alternately into two 5-gallon buckets, creating an EPA sample and a split for the 

facility. Thirteen increments were placed into each sample bucket from the second pile. Facility 

personnel were allowed to select which bucket they wanted for their split sample.

The sample from Station B was collected from a second crucible that contained 

magnesium chloride grade B, the gray material from the top of the crucible. The backhoe 

operator removed the material that he would normally classify as magnesium chloride grade B 

and placed it into a pile under the crucible. A new 9- by 11-inch square-point shovel covered in 

plastic was used to divide the pile into two sample piles and a discard pile. One increment was 

shoveled into a 5-gallon bucket, one increment was shoveled into a second 5-gallon bucket (split 

sample), and eight increments were shoveled into the discard pile. A total of four scoops were 

shoveled into each sample bucket lined with doubled plastic liners as the pile was sampled.

The sample from Station C was collected from a silo containing crushed magnesium 

chloride. Facility personnel disconnected a line at the bottom of the silo and opened a valve to 
allow material to flow out of the silo into a 5-gallon bucket. Three buckets of material were 

collected from the bottom of the silo and poured onto plastic sheeting, creating a pile. A 5-inch 

flat-bottom plastic scoop was used to split the entire pile between two 5-gallon plastic buckets 

lined with doubled plastic liners. Thirteen increments were placed into each 5-gallon bucket, 

creating an EPA sample and a split for the facility. Table I presents the field sample 

descriptions.

Table 1. FIELD SAMPLE DESCRIPTION 
Western Zirconium, Inc.

Ogden, Utah

Station
No.

NEIC
Sample

Tag
No.

Sample 
Collection 
Date and 

Time

Station
Location

Field Sample Description

A NE30177
NE30178

11/8/2011 
1015 hours

Magnesium 
chloride 
grade A

Two 5-gallon buckets, lined with plastic:
White flaky solid, with some large chunks

B NE30179 11/8/2011 
1226 hours

Magnesium 
chloride 
qrade B

One 5-gallon bucket, lined with plastic:
Gray flaky solid

C NE30180 11/8/2011 
1119 hours

Crushed
magnesium
chloride

One 5-gallon bucket, lined with plastic:
White flaky material about V4 inch across
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ENFORCEMENT CONFIDENTIAL

Field Measurements

A separate, softball-sized portion of the magnesium chloride grade A was tested on-site 
to determine if heat would be generated upon wetting. The piece of magnesium chloride grade A 
was placed on plastic sheeting and moistened with water using a spray bottle. Four pumps of 
water from the spray bottle were directed onto the upper surface of the magnesium chloride. 
Each pump delivered approximately 1 gram of water. An infrared camera, FLIR model SC640 
(serial No. 309001022) was used to photograph the piece of magnesium chloride before and after 
it was sprayed with water. The maximum temperature on the surface of the piece of magnesium 
chloride rose from approximately 78 degrees Fahrenheit (°F) to 223 °F after being wetted. 
Infrared images of the piece of magnesium chloride are contained in Appendix B. “Normal” 
photographs of this test are located in Appendix A (photographs RIMG00I8, RIMG00I9, 

RIMG0020, and RIMG002I). R. Ross wet the piece of magnesium chloride with the spray 
bottle while J. Fowler photographed the reaction with the infrared camera.

Air monitoring using a FirstChcck+1000 multi-gas detector (serial No. 09-1296) was 
conducted when the sampling team first entered the building where the crucible holding 
magnesium chloride was stored. This meter was also used to monitor the air about 4 inches 
above the piece of magnesium chloride as it was sprayed with water. Hydrogen sulfide was 
detected at 0.1 to 0.2 parts per million (ppm) above the magnesium chloride after it was wetted.

EVIDENCE MANAGEMENT SUMMARY

All samples sent to the NEIC laboratory remained in the custody of NEIC at all times or 
were secured in a government vehicle. All split samples given to Western Zirconium remained 
in the custody of NEIC until transferred. Chain of custody, receipt for samples, and transfer of 
samples forms were prepared by NEIC personnel to document the removal of samples from the 
site, transfer to Western Zirconium, and transport to the NEIC laboratory. Appendix C contains 
copies of these forms.

NEIC sample tags were prepared and affixed to each sample container by NEIC 
personnel. The sample containers transported to NEIC were sealed with tamper-evident tape. 
These samples were placed into the back of the government vehicle and driven to the NEIC 
laboratory.
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LABORATORY ACTIVITIES

INTRODUCTION

40 CFR §261.23 includes the following properties for the RCRA characteristic of 
reactivity: “(2) It reacts violently with water’’; ‘‘(3) It forms potentially explosive mixtures with 

water”; “(4) When mixed with water, it generates toxic gases, vapors or fumes in a quantity 
sufficient to present a danger to human health or the environment”; and “(5) It is a cyanide or 
sulfide bearing waste which, when exposed to pH conditions between 2 and 12.5, can generate 
toxic gases, vapors or fumes in a quantity sufficient to present a danger to human health or the 
environment.” For the samples received from Western Zirconium, various qualitative and 
quantitative methods, in conjunction with observations, were used to assess these properties. 
Several X-ray spectrometry techniques were used to substantiate findings or otherwise assess 
constituents of the samples collected.

SUMMARY OF FINDINGS

All of the samples collected from Western Zirconium had the reactivity properties 
provided above, as is applicable if the material is further classified as a solid waste. Upon the 
addition of water to the samples, considerable heat, hydrogen, and hydrogen sulfide were 
generated. The techniques and basic criteria used to qualify these findings are provided in the 
following sections.

EVIDENCE MANAGEMENT

All samples were received by the NEIC Laboratory on November 9. 2011, custody seals 
intact. Each sample was subsampled into 16-ouncc, widc-mouth, glass jars for distribution to 
various laboratory locations and to preserve the integrity of the samples. The subsamples are 
designated by the NEIC tag number followed by a sequence number; e.g., 30177-1, 30177-2, 
30177-3. etc. For some analyses, the bulk sample or more than one sequenced subsample was 
used. In such instances, these samples are identified with no sequence number (bulk sample) or 
with multiple sequence numbers (more than one subsample). The actual sample portions tested 
are sometimes referred to as ’‘aliquots.” All samples were handled in accordance with the NEIC 
procedure Evidence Management, NEICPROC/00-059R3.

SAMPLE DESCRIPTIONS AND ANALYTICAL APPROACH

The physical descriptions of the four samples are summarized in Table 2, along with the 
assigned sample number and NEIC tag number.

NEICVPO973 E0I Page 10 of 31 Western Zirconium
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Table 2. SAMPLE PHYSICAL DESCRIPTIONS 
Western Zirconium, Inc.

Ogden, Utah

NEIC Tag No. 
Laboratory Sample 

Designation
Laboratory Physical Description

NE30177
(30177)

Colorless to light-gray layered crystal. Cleaved layers typically pliable.
Some hard non-layered more crystalline pieces less than one inch across 
in at least one dimension.

NE30178
(30178) Similar to sample 30177

NE30179
(30179)

Similar to samples 30177 and 30178; however, typically more gray in color 
and somewhat hiqher proportion of hard crystalline material.

NE30180
(30180) Similar to samples 30177 and 30178, only with slightly more grayish cast

Table 3 summarizes the analyses performed, the analysts, and the methodology. All 
analyses were conducted between late December 2011 and April 2012 by NE1C personnel in 
accordance with the NEIC quality system'. The Mason and Cooper testing, the N.5 testing, and 
container testing described later in this report are not within the scope ofNEIC’s accreditation.

Table 3. ANALYSES, ANALYSTS, AND METHODOLOGY 
Western Zirconium, Inc.

Ogden, Utah

Parameter/Analysis Analyst(s) Methodology

Physical description Richard Ross Physical Description/Phase Separation, NEICPROC/00- 
045R2

Thermometry John Reschl
Mason and Cooper'; continuous recording 
thermocouple/computer interfaced, data acquisition system

Hydrogen
Robert Bohn 

James Hoban 
Richard Ross

Volumetric hydrogen measurement, UN N.54 or reaction 
with water into headspace; analysis by gas 
chromatography3

Sulfide John Reschl
Evolution of H2S at pH <2/NaOH trap, or neutral water 
reaction; followed by gas diffusion/pulsed amperometric 
detection4

X-ray diffraction (XRD) Richard
Martinez

X-Ray Diffraction for Qualitative Identification of Crystalline 
Phases. NEICPROC/99-019R2

X-ray fluorescence 
(XRF) Jennifer Suggs

X-Ray Fluorescence Spectrometry (XRF) Using the Rigaku 
ZSX 101e, NEICPROC/02-003R2-

' Mason, C M; Cooper, J.C., Classification of Hazards of Materials - Water Reactive Materials and Organic
Peroxides, Report No. TSA-20-72-2, Department of Transportation. Office of Hazardous Materials. Washington. D C. 
NTIS Number PB-209 422, March 1972.
2 Test N.5 is taken from the "Recommendations on the Transport of Dangerous Goods, Manual of Tests and Criteria." 
4m Rev. Ed.. United Nations, 2003. Although the testing in this report is referred to as N.5. the United Nations 
method N.5 as given was used only as guidance.
3 ASTM D25Q4-88 Standard Test Method for Noncondensable Gases in C2 and Lighter Hydrocarbon Products by
Gas Chromatography/ Hewlett-Packard Application Note 228-125/Analysis of Permanent Gases and Methane with 
the Agilent 6820 Gas Chmmafograph-Agilent Technologies Application Note, February 1999
4 Milosavijevic, E.B; Solujic, L.; Hendrix, J.L.; Nelson. J.H., ‘Flow Injection Gas Diffusion Method for Preconcentration 
and Determination of Trace Sulfide." Anal. Chem. 1988, 60: 2791-2796.

! NEIC is accredited to ISO/IEC 17025:2005 for forensic testing by ANSI-ASQ National Accreditation 
Board/FQS. Some of the analytical work performed here svas not within the scope of the competences recognized 
by this accreditation.
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SUBSAMPLING

Each of the four original samples was spread out on a polyolefin sheet, and the pieces 
were hand-broken or cut with a stainless steel knife to minus 2 inches in size. A flat-bottom 
scoop approximately 4 inches wide was used to alternately shovel approximately a dozen 
increments into each subsample jar. Sample 30180 required no further reduction in size because 
it represented the minus 3/4 inch (“-3/4”) product material as processed on-site. Some 
compositional heterogeneity at the test portion sizes was visually evident for the other samples. 
Further particle size reduction was not employed because it could accelerate reaction with 
atmospheric moisture and lead to underestimation of the hydrogen or alter the reaction with 
water; or the exposure to atmospheric moisture could oxidize sulfide, leading to underestimation 

of sulfide.

For all samples, the material that remained after subsampling was returned to its original 
inner plastic packing bag, resealed with minimum ambient air entrainment, returned to the plastic 
packing bag, and then placed into its respective 5-gallon bucket. The lid was tightly resealed.

THERMOMETRY DETERMINATIONS

Thermometry determinations primarily consisted of recording thermometry 
measurements and observing reactions of the sample material when mixed with water. The 
thermometry measurement procedure is based on the Mason and Cooper method developed for 
the U.S. Department of Transportation and mentioned in the RCRA reactivity characteristic 
background document.3

A thermometric device patterned on the one referenced in the Mason and Cooper method 

w'as used. A thermocouple was electrically connected to a laptop computer. The thermometry 
cell was a glass (Pyrex™) 32-millimeter (mm) by 200-mm test tube encased at the lower portion 

in an insulation block. The equipment is shown in Figure 3.

1 Background Document - Resource Conservation and Recovery Act Subtitle C - Idcntitication and Listing ol 
Hazardous Waste -40 CFR § 261.23 - Characteristic of Reactivity, EPA, May 2, 1980.
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Figure 3. Apparatus and electronics used for Mason and Cooper testing. 
Western Zirconium, Inc.

Ogden, Utah

The temperature of the reaction was measured for various masses of sample combined 
with 10 milliliters (mL) of water. One- and two-gram test portions from all four samples sizzled 
when water was added. Water condensate formed above the insulation. Dissolution was 
complete. For the 10- and 20-gram test portions, the water boiled immediately upon the addition 
of water, steam evolved, and water condensate formed. Undissolved solids were always 
observed at the end of the determination for the 10- and 20-gram test portions. For the higher- 
weight test portions, and for a period even alter the testing had been completed, the regions near 
the bottom of test tubes were too hot to hold using bare hands. Upon the addition of rinse water, 
the water boiled and steam evolved. For a few tests, the smell of rotten eggs was evident. The 

Mason and Cooper thermometry results are summarized in Table 4.
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Table 4. THERMOMETRY RESULTS 
Western Zirconium, Inc 

Ogden, Utah

Test Tma* AT Test Tma* AT Test Tina* AT Test Tma* AT

Subs ample Portion (g) °C °C Portion (g) °C "C Portion (g) °C °C Portion (g) °C °C

30177-1 1.00 77 58 5565 201 95.56 74 39 1007 136 31 114 93 20 03 148 25 126 20

30177-2 1 00 81 56 5965 2,02 98 40 77 20 10.01 135.11 113 74 20 07 141 73 119.66

30177-3- 1 01 102 36 80 S7 200 98 33 77 21 1002 135 12 11379 20.01 142 97 120 95

30177-4 1 01 101 53 79 67 200 98 06 76 95 1005 136.48 115 16 2001 134.55 112 53

30177-5 1 02 66 49 44 66 200 9905 7791 1000 140.19 118 71 20 02 141 52 119.57

30178-1 1.03 89 32 67 47 2 02 97 38 7631 10.03 137 54 115 93 2000 136 05 113.42

30178-2 103 8990 68.10 204 9968 78 61 1005 125 33 103 77 2001 136 79 114.58

30178-3 1 01 72 46 5067 203 98 58 77.46 1002 130 82 10942 2004 136 23 114 15

30178-4 1 04 50 81 28 94 2.05 98 80 77 65 10 03 135 30 11389 20 08 140 19 118 II

30178-5 1 04 62 28 40 37 2.00 100.02 78 91 10 03 131 33 109 93 2001 141 03 119 01

30179-1 105 53 19 31 38 2 03 100 07 78 86 10.03 127 82 106 77 ' 2005 137 24 11540

30179-2 1 01 97 11 75 36 204 97 87 76 68 1001 135 05 11409 2000 139 31 117 39

30179-3 100 88 08 66.38 200 9942 78 30 10 00 138 68 117 67 2004 144 27 122 38

30179-4 104 64 46 42 74 200 99 52 78 37 1006 134.63 11351 20 00 139 70 117 81

30179-5 105 8105 59 36 202 98 25 77.09 1001 133 19 112 19 2003 138 49 11666

30180-1 102 9764 75 90 200 9768 76 54 1007 129 54 10805 2001 ' 138 94 11668

30180-2 102 94 58 72 87 201 100 87 79.72 1002 133 04 III 52 20.05 139 12 116 77

30180-3 100 101 11 79 37 201 9965 7860 1006 134 34 112 80 20 01 138 82 11641

30180-4 103 7608 54 26 201 99 95 78.83 1000 134 50 112 77 2002 131 46 108 97

30180-5 100 90 35 68 47 2.03 9904 77 87 1002 133 87 112 23 20 00 137 16 114 64

The temperature profiles shown in Figure 4 illustrate the abrupt temperature rise 
immediately after water is introduced into the solid phase and thereafter the prolonged decrease 
in temperature as reactions subside and the system slowly loses heat to the outside environment. 
All profiles show the intense thermal reaction with water expected for anhydrous magnesium 

chloride.
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Figure 4. Temperature profiles for 10-gram aliquots of samples 30177, 
30178, 30179, and 30180.
Western Zirconium, Inc.

Ogden, Utah

The temperature profiles shown in Figure 4 appear most similar for the aliquots from, 
samples 30I77 and 30I78. Samples 30I77 and 30178 are .field duplicates of the grade A 
material. Sample 30180, representing the product shipped off-site, has a similar temperature 
profile. For comparison purposes, the range of 130 °C to 140 °C is equal to 266 °F to 284 °F.

The thermometry results for each of the subsamples were very similar. The profiles for 

the five subsamples from station 30178 illustrate the similarity, as shown in Figure 5.

Figure 5. Temperature profiles for 10-gram aliquots of sample 30178. 
Western Zirconium, Inc.

Ogden, Utah
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The analyst also performed measurements on replicate aliquots within individual 
subsample jars. Results were very similar, as illustrated in Figure 6, for sample aliquot 30178-2.

200 300
Time (seconds)

400

30178-2 original 
30178-2 duplicate 

- 30178-2 triplicate

500

Figure 6. Temperature profiles for 10-gram replicate aliquots of subsample 
30178-2.

Western Zirconium, Inc.
Ogden, Utah

For the reaction of 10 mL water and 10-gram aliquots from samples 30177 through 
30180, the amount of water volatilized during the reaction was measured gravimetrically. Two 
measurements were made. The first measurement was the amount of water volatilized and lost 
from the test tube. The second measurement was the amount of water volatilized and re­
condensed on the glass test tube above the insulation. These results and summary statistics are 

given in Table 5.
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Table 5. WATER VOLATILIZED FOR 10-GRAM TESTS 
Western Zirconium, Inc.

Ogden, Uta h

Condens ate 
Wipe

Aliquot + Mass Volatilized Mass Volatilized

ubsample Aliquot lOmL water Remaining Mass Remaining Mass

grams grams grams grams grams grams
30177-4 10.028 19.973 19.426 0.547 18.802 1.171

30178-4 10.056 20.001 19.468 0.533 18.884 1.117

30180-4 10.013 19.958 19.359 0.599 18.916 1.042

30179-4 10.050 19.995 19.365 0.630 18.816 1.179

30179-4 10.010 19.955 19.362 0.593 18.737 1.218

30179-4 10.013 19.958 19.428 0.530 18.817 1.141

average - 0.584 1.179

std dev = 0.051 0.039

%RSD = 8.65 3.26

sid error = 0.029 0.022

Mason and Cooper Hazard Assessment

The Mason and Cooper classifications are provided to rank, water reactive materials 
according to their relative hazard. The order of ranking of the criteria from the most dangerous 
to least dangerous are:

(3) Danger - Materials which react with water to give temperature rises of 150 °F and 
evolve toxic or flammable gases.

(2) Warning - Materials which react with water to give temperature rises greater than l-50 
°F or evolve toxic or flammable gases

(I) Caution - Materials which react with water but give temperature increases less than
150 °F

A temperature rise of 150 °F is equal to 65.56 °C. Temperature rises observed for the 10- 
gram test portion size were more than 180 °F. As reported in the following sections, hydrogen, a 
flammable gas, and hydrogen sulfide, a toxic gas, were also evolved in the reactions with water. 
Because hydrogen and/or hydrogen sulfide are generated by the addition of water, the hazard 
classification is Danger, Class 3, for these materials. The violent reaction of 20 grams of sample 
30177 with water is depicted in Video 1 (click to view using QuickTime 7 player).
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Thermometry Data Quality Control Measures and Assessment

Quality control measures included comparing the thermocouple-determined temperatures 
to those made with a high-accuracy hand-held thermistor thermometer (HH42), multiple 
measurements of room temperature and boiling water, and measurements of heats of 
neutralization. Table 6 provides the method of combining the various measured systematic and 
random contributions in assessing the combined uncertainty* 4 of the control sample 

measurements.

Table 6. CALCULATION OF OVERALL UNCERTAINTY FOR THERMOMETRY
Western Zirconium, Inc.

Ogden, Utah

heat of Type K boiling HH42

neutralization to HH42 point calibration
T°C T°C T°C T°C

0.13 -0.03 0.45 0.01

-0.75 -0.65 -0.56 0.01

0.07 0.01 -0.48

0.18 -0.06 -0.23

0.37 0.03 -0.49

0.30 0.00 -0.88
0.21 0.03 -0.52

0.25

V(bias)2 0.95 0.43 2.09

n 8 7 7
RMSbius 0.34 0.25 0.55

u(Crei) 0.02

u(bias) 0.69

Rw 0.35

Uc 0.78

The standard errors for the temperature measurements were propagated with the 
uncertainty for the controls in computing the expanded5 (overall) uncertainty for the sample 

measurements and these uncertainties along the summary statistics are provided in Table 7.

4 Magnusson, B.; Naykki, T.; Hovind, H.; Krysell, Humlbookfor Calculation of Measurement Uncertainty in 
Environmental laboratories. Edition 2, Version 1.3, NOROTEST Report TR-537. Approved 2004. 
httn://ww%v.nordtest.org/reaisterAechn/tlibrarv/tee537.r>df. Where, u (Cref) is the uncertainty given in the 
calibration reports, u (bias) is the uncertainty component of bias, and Rw is the within-laborutory reproducibility 
estimated in Table 6.
4 For the maximum temperature (Tm„), the expanded uncertainty (U) is U “ 2(uf + sn"05)05, where u„ is the
uncertainty calculated from the various control measures and sn-05 is the standard error for the sample 
measurements. For the temperature rise (AT), because it is a difference of two measurements, U “ 2(2uc2 + sn'0 5)0'5.
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Table 7. THERMOMETRY ALIQUOT SUMMARY STATISTICS 
Western Zirconium, Inc.

Ogden, Utah

Igram 2gram tOgram 20gram

Tmax AT Tmax AT Tmax AT Tmax AT

Sample Statistic °C °C °C °C °C °C °C °C

30177 average 85.9 64.0 97.9 76.7 136.6 115.3 141.8 119.8

std dev 15.7 15.7 1.3 1.4 2.1 2.0 4.9 4.9

n 5 5 5 5 5 5 5 5

std error 7.0 7.0 0.6 0.6 0.9 0.9 12 2.2

uncertainty 14.1 14.2 2.0 2.5 2.4 2.9 4.6 4.9

30178 average 73.0 51.1 98.9 77.8 132.1 110.6 138.1 115.9

std dev 17.0 17.1 1.0 1.0 4.7 4.7 2.4 15

n 5 5 5 5 5 5 5 5

std error 7.6 7.6 0.5 0.5 2.1 2.1 l.l l.l

uncertainty 15.3 15.4 1.8 2.4 4.5 4.7 2.6 3.2

30179 average 76.8 55.0 99.0 77.9 133.9 112.8 139.8 117.9

std dev 17.8 17.8 0.9 0.9 3.9 4.0 2.7 2.7

n 5 5 5 5 5 5 5 5

std error 8.0 8.0 0.4 0.4 1.8 1.8 1.2 1.2

uncertainty 16.0 16.1 1.8 2.3 3.9 4.2 2.8 3.2

30180 average 92.0 70.2 99.4 78.3 133.1 111.5 137.1 114.7

std dev 9.7 9.8 1.2 1.2 2.0 2.0 3.3 3.3

n 5 5 5 5 5 5 5 5

std error 4.3 4.4 0.5 0.5 0.9 0.9 1.5 1.5

uncertainty 8.8 9.0 1.9 2.4 2.4 2.8 3.3 3.7

HYDROGEN MEASUREMENTS

Hydrogen measurements were performed to determine the hydrogen generation 
properties of sampled materials when reacting with water. Three different testing procedures 
were used to evaluate the samples: (I) the N.56, (2) the Mason and Cooper, and (3) the NE1C- 

developed dumpster scenario.

N.5 Determinations

For the N.5 determinations, volumetric gas generation measurements were made using a 
liquid displacement apparatus. Hydrogen was measured in the collected gas. For each of the 
samples examined, between 63 and 86 grams of sample were introduced into a 500-mL flask 
filled with water. Samples were introduced using a polyolefin capsule covered at one end with a

0 Test N.5, United Nations, as referenced in Table 3.
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1-inch square piece of Para film® to exclude water. The top of the flask was connected to a 
water-filled inverted burette. To start, the capsule was agitated or spun in the water-filled flask. 
This dislodged the Parafilm®, allowing water to enter. As the sample reacted with water and 
produced gas, water was displaced from inside the attached burette. The insoluble gas 
transferred tq the burette could then be measured from the burette graduations. The apparatus is 

shown in Figure 7.

Figure 7. Apparatus used In capturing insoluble reaction gases. 
Western Zirconium, Inc.

Ogden, Utah

Ambient pressure was measured with a calibrated aneroid barometer. The final pressure 
of the gas in the burette w as used to correct volumes to standard reference conditions (SRC) (760 
torr at 20 °C). The gas produced was exchanged into a small Tedlar® bag from which gas could 
be sampled using a gas-tight syringe. The duration of the gas formation determinations ranged 
from approximately 10 minutes to overnight. Hydrogen concentrations were measured using a 

gas chromatograph equipped with a thermal conductivity detector.

The reaction of elemental magnesium (Mg°) with water can be considered as follows:
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Mg° + 2 H20 -> H2 + Mg(OH)2

Results are reported according to the free magnesium equivalent of the hydrogen 
produced in milligrams of elemental magnesium per kilogram of sample (mg Mg°/kg) and also in 

liters of hydrogen gas per kilogram (liters H2/kg) of sample, corrected for the dissolved hydrogen 
calculated using Henry's Law. Table 8 summarizes the volumetric hydrogen results.

Table 8. N.S HYDROGEN RESULTS 
Western Zirconium, Inc.

Ogden, Utah

Sample Mass
(grams)

% h2‘ mg Mg°/kg Liters H2/kg1-2

30177-1 71.74 48 444 0.44
30177-2 85.64 56 442 0.44
30177-3 76.32 46 358 0.35
30178-1 72.19 36 220 0.22
30178-2 81.48 66 705 0.70
30178-3 84.65 61 580 0.57
30178-4 75.23 50 435 0.43
30178-5 79.87 62 771 0.76
30179-1 77.38 53 539 0.53
30179-3 81.93 52 309 0.31
30179-4 77.63 61 713 0.71
30180-1 63.53 39 372 0.37
30180-4 63.45 38 344 0.34
30180-5 63.77 36 318 0.31

1 Corrected for H: dissolved in system water
2 At SRC (20 X. 760 lorr)

As shown in the table, the percentages of hydrogen (% H2) range from 36 to 66 percent. 
Although some hydrogen sulfide is expected, the collected gas should be mostly hydrogen (H2) 
from the reaction of water with magnesium present in the material tested. Air or nitrogen 
dissolved in the water and introduced with the sample aliquot is the cause of this variation.

Mason and Cooper Determinations

The Mason and Cooper thermometry cell was used to measure hydrogen concentrations 
in the air above the mixture of water with sample material. These determinations were made by 
using a gas-tight syringe to withdraw aliquots from the headspace typically 10 to 15 seconds 
after the addition of water, and then analyzing for hydrogen by gas chromatography. Replicate 
determinations were performed for each sample, and the average hydrogen concentrations found 

are summarized in Table 9.
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Table 9. MASON AND COOPER HYDROGEN RESULTS 
Western Zirconium, Inc.

Ogden, Utah

Subsample % Hj

(v/v)

number

of tests

Quantitation
Limit1

% Hj (v7v)
30177-4 l.l 3 0.1
30178-4 1.5 2 0.1
30179-4 1.4 2 0.1
30180-4 2.6 2 0.1

1 The quantitation limit is the lowest stontlord in the calibration

Dumpster Scenario Determinations

This testing using a container (“paint can”) is intended to represent disposal of waste into 
a dumpster or similar enclosure with limited ventilation that is accessible to humans. To 
evaluate the gas concentrations produced in a semi-confined environment, a I-gallon, epoxy- 
lined steel can (new paint can) was used. A loose-fitting lid (used to avoid pressurization) was 
fitted with two 1/16-inch-diameter thermocouple ports and two gas-sampling ports.

Test portions of the sampled materials were weighed into the can. Two thermocouples 
were electrically connected to the same temperature-monitoring setup used for the Mason and 
Cooper testing to produce continuous records of the headspace and liquid temperatures with 
time. To initiate the test, approximately 200 grams of water were quickly added to 
approximately 200 grams of the sample and the lid was loosely placed on top of the can.

At timed intervals, the reaction headspace was sampled using glass, gas-tight syringes. 
The contents then were analyzed for hydrogen using gas chromatography. Table 10 summarizes 
the headspace hydrogen concentrations overtime for the seven tests.
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Table 10. CONTAINER SCENARIO HYDROGEN RESULTS 
Western Zirconium, Inc.

Ogden, Utah

NE30I77 NE30178 NE30I78 NEJ0I78 NE30179 NE30I80 NE30I80
Time Hi Time Hi Time H, Time Hj Time h2 Time Hi Time H,

sec % Wv sec % v/v sec % v/v sec % v/v sec % v/v sec % v/v sec % v/v
8 <0.1 5 <0.1 6 <0.5 6 <0.1 6 <1 30 9.1 ' 0 2.8

24 1.2 23 1.3 16 l.l 15 0.1 20 l.l 60 3.2 15 5.9
39 0.8 39 1.6 30 1.0 29 <0.1 37 1.2 90 2.3 31 4.2
85 0.7 54 1.5 39 0.8 41 1.2 49 1.7 120 1.8 56 4.4
107 1.8 % 3.1 57 1.2 68 1.7 72 8.9 150 0.8 90 3.8

128 2.8 129 2.2 75 1.4 89 2.0 90 10.8 180 0.8 120 2.9

149 1.7 159 1.8 91 1.3 107 3.6 120 6.0 210 0.9 160 2.4

169 1.3 179 1.5 110 2.0 125 2.2 150 6.7 274 0.7 180 2.2
192 1.0 210 1.4 128 1.9 147 1.6 180 5.2 290 0.8 240 1.9
223 0.7 245 0.6 152 1.5 ' 168 1.2 210 2.9 420 0.4 300 1.7
360 0.6 420 0.9 300 1.0 315 0.8 390 2.8 510 0.7 480 1.4
803 0.4 790 0.8 705 0.5 707 0.6 900 1.7 965 0.4 900 1.0
1260 0.4 1290 0.6 1126 0.3 1200 0.4 1444 1.3 1800 0.2 1500 0.7
1800 0.3 1800 0.5 1800 0.1 1920 1.0 2050 0.5

Exceeded calibration range; estimated concentration.

The potential to create a hazardous atmosphere is evaluated against the lower explosive 
limit of 4 percent for hydrogen.7 Samples NE30I79 and NE30I80 demonstrated the capability' 

to exceed this threshold.

Ignition Test

An ignition test was attempted. It consisted of adding water to a portion of sample 30177 
in a flask with an electronic igniter suspended in the head space. No ignition was observed, 
which is attributed to the majority of the gas and vapor venting from the system at the elevated 

temperature created by the violent exothermic reaction of the sample material with water.

Hydrogen Gas Data Quality Control Measures and Assessment

Quantitative analyses included common quality control measures to aid in the assessment 
of method performance and to ensure data quality. The quantitation limits reported in Table 9 
and Table I0 were calculated from the concentration of the lowest calibration standard and 
sample dilution factors. Hydrogen was not identified in the laboratory air blanks or nitrogen 
blanks at levels exceeding the quantitation limit (0.I percent). Known additions of elemental 
magnesium for the container test resulted in increased headspace hydrogen concentrations.

7 Lide, D.R. ed.; Frederikse, H.P.R. ed., CRC Handbook of Chemistry and Physics. 77* edition. 1996. CRC Press, 
New York.
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The estimated instrument analytical measurement uncertainty for the hydrogen analysis is 
based on an evaluat ion of the 20 quality control check standards (9.98 percent hydrogen), plus 37 
daily calibration standards. The mean of the recovery was 94 percent with a relative standard 
deviation (RSD) of 2.76 percent for 57 standards. The Mason/Cooper test analytical triplicates 
of sample 30177-4 yielded an RSD of 24 percent. For the N.5 determinations, five analytical 
replicates of sample 30178 yielded an RSD of 23 percent.

SULFIDE MEASUREMENTS

Sulfide measurements were performed on the sampled materials both to assess the 
presence of sulfide (S2) and the hydrogen sulfide (FhS) gas generation characteristics upon the 

addition of water. Three different testing procedures were used to evaluate the samples: (I) 
acid-volatile sulfide, (2) Mason and Cooper-derived hydrogen sulfide, and (3) the NEIC- 
developed dumpster scenario assessing hydrogen sulfide generation over time.

Acid-Volatile Sulfide Measurements

Acid-volatile sulfide was determined by acidifying measured quantities of the samples 
placed in Conway diffusion cells containing 0.IN sodium-hydroxide-trapping solution. The 
sulfide was measured by analyzing the resulting trapping solution using flow injection analysis 
(FIA)/membrane gas diffusion/pulsed amperomctry.8 The acid-volatile sulfide results are 

summarized in Table 11.

Table 11. ACID-VOLATILE SULFIDE RESULTS 
Western Zirconium, Inc.

Ogden, Utah

Result Std Error

Sample mg SJ7kg mg S1'/kg

30177 1.52 0.57
30178 0.75 0.70
30179 4.14 0.58
30180 0.41 0.08

Detection Limit 0.02

Mason and Cooper Determinations

The Mason and Cooper thermometry cell was used to assess hydrogen sulfide 
concentrations generated to the air above mixtures of water and sample material. A volume of 5 
mL sampled near the top of the airspace above the reaction mixture (10-gram sample and I0 mL 
water) was analyzed. The vapor phase generated from the samples was sampled during the first 
60 seconds of the reaction. The sampled gas was bubbled into a 5-mL solution of 0.IN sodium

1 Milosavijevic. et. al.
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hydroxide. The solutions were analyzed by F1A. From the triplicate gas sample results, the 
average maximum hydrogen sulfide concentrations measured and associated standard errors are 
summarized in Table 12. The results are reported in parts per million by volume (ppmv) as H;S.

Table 12. MASON AND COOPER HYDROGEN SULFIDE RESULTS 
Western Zirconium, Inc.

Ogden, Utah

Result Std Error

Sample HjS. ppmv HjS, ppmv

30177 o 31. 4.8

30178 35. 28.9

30I79 53. 26.2

30180 33. 1.4

Detection Limit 3.0

Dumpster Scenario Determinations

The hydrogen sulfide dumpster-scenario determinations were made by weighing 200- 
gram portions of the solid material into l-gallon cans and then adding 200 mL of water. A 
septum port was used for access of the hydrogen sulfide. Syringes were used to withdraw 5 mL 
of the headspace gas at recorded time intervals via the sampling port. Timed individual 
headspace samplings began when 200 mL of water was added to the solid. After the gas was 
collected. 5 mL of O.IN NaOH was drawn to the 5-mL graduated mark. The syringe was then 
shaken to react the gas-and-trap solution. Trap solution volumes were determined by weighing 
the syringes empty and then weighing again after the gas-and-trap solution was collected. After 
final weighing, trap solutions were dispensed from the syringes into autosampler vials for 

analysis.

The temperature of the headspace gas was measured every second. Ambient air pressure 
was measured using a calibrated aneroid barometer and recorded at the time of each test. The 
reported results for headspace hydrogen sulfide concentrations were corrected for temperature 
and pressure of the headspace for each measurement. Table 13 provides measured headspace 
hydrogen sulfide concentrations with elapsed times for each container test. The results are 
reported in parts per million by volume as hydrogen sulfide. The analytical limit of detection 
calculated from the standard deviation of blank syringe measurements was 3.6 ppmv hydrogen 

sulfide.
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Table 13. DUMPSTER SCENARIO HYDROGEN SULFIDE RESULTS 
Western Zirconium, Inc.

Ogden, Utah

NE30I77 NE30I78 NE30I78 NEJ0I78 NE30I79 NE30180 ND0180

Time HjS Time HjS Time HjS Time HjS Time HjS Time HjS Time h2s

sec ppmv sec ppmv sec ppmv sec ppmv sec ppmv sec ppmv sec ppmv
8 0.8* 7 1.8* 6 4.3 6 4.3 6 1.7* 0 87.5 6 185

30 51.0 17 79.2 24 87.8 19 134 20 16.8 30 123 16 236

47 57.0 24 97.1 39 63.0 33 120 30 13.9 60 35.8 44 65.9

67 65.2 33 77.1 56 87.7 50 130 46 17.1 90 19.6 67 29.5

90 50.3 42 71.2 80 88.1 68 138 60 17.7 120 14.0 99 20.7

107 33.4 50 75.4 91 93.3 89 142 90 27.3 150 11.1 120 15.7

128 20.8 60 81.2 110 58.9 107 80.3 120 17.4 180 9.7 153 13.4

149 13.9 69 90.0 128 39.2 125 52.0 150 12.4 210 9.0 180 12.7

169 11.2 77 62.5 153 27.1 147 38.5 180 8.4 240 8.0 240 9.1

192 8.3 85 55.2 180 19.4 168 29.0 210 6.7 270 7.1 300 8.8

223 7.0 94 59.9 240 13.0 210 23.1 243 5.8 300 5.8 360 8.4

240 7.0 10*1 37.5 300 10.5 240 19.1 270 5.0 330 5.9 420 8.7

300 6.0 114 30.3 360 8.9 300 14.6 300 6.0 360 5.7 480 7.2

360 5.3 123 27.7 420 7.6 360 12.8 330 4.8 390 4.9 540 7.0

420 4.9 150 18.5 480 7.3 420 11.5 360 4.7 420 4.6 600 6.7

480 4.2 180 117 540 6.1 480 10.4 390 4.5 480 5.0 900 6.7

540 4.2 300 7.9 600 6.0 540 10.2 422 5.4 540 4J 1200 5.5

600 3.9 360 7J 900 4.5 600 9.0 480 4.1 600 4.2 1500 5.0

900 2.5* 420 6.9 1200 3.7 900 7.1 540 4.0 900 3.6 1800 4.3

1200 2.2* 480 5.6 1500 2.6* 1200 5.9 600 3.5* 1200 3.1*

1500 1.5* 540 4.9 1800 3.3* 1500 5.7 900 4.6 1500 21*
1800 1.7* 600 4.0 1800 4.9 1200 3.2* 1800 2.0*

900 3.9 1500 2.7*

1200 2.7* 1800 2.5*
1500 2.8*
1800 1.5*

* Esiimaicd concentration. MDL equaled 3.6 ppmv.

Hydrogen Sulfide Data Quality Control Measures and Assessment

Prior to hydrogen sulfide sample determinations, three certified hydrogen sulfide gas 
standards were analyzed to assess bias. Six separate tests were conducted for each gas. The 
average recovery and standard deviation for each calibrant gas are reported in Table 14.
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Table 14. HYDROGEN SULFIDE MEASUREMENT BIAS ASSESSMENT 
Western Zirconium, Inc.

Ogden, Utah

ppmv H2S 27. 40. 100.

n 6. 6. 6.

avc % recovery 93.1 99.4 98.7
std dev 3.4 2.3 3.7

Known additions of sulfide were made, and the headspace hydrogen sulfide increased 
substantially. The container test was replicated for samples 30178 and 30180. Results are 
shown in Table 15.

Table 15. DUMPSTER-SCENARIO HYDROGEN SULFIDE AVERAGE CONCENTRATIONS FOR 5, 
10-, 15-, AND 30-MINUTE EXPOSURE DURATIONS AND MAXIMUM CONCENTRATIONS, WITH

STATISTICS 
Western Zirconium, Inc.

Ogden, Utah

H2S MjS H;S HjS HjS

ppmv ppmv ppmv ppmv ppmv
Sample ID max S min 10 min IS min 30 min

30177 65.2 23.0 13.9 10.3 6.1

30178 org 97.1 33.0 19.5 13.9 8.3

30l78dup 93.3 38.1 22.9 17.0 10.2

30178 trip 141.6 57.7 34.5 25.7 15.8

average = 110.7 42.9 25.6 18.9 11.4
sid dev = 26.8 13.0 7.9 6.1 3.9

%RSD = 24.2 30.4 30.6 32.3 33.8

std err = 15.5 7.5 4.5 3.5 2.2

30179 27.3 11.9 82 6.8 5.0

30180 org 123.3 266 15.7 11.9 7.3

30180 dup 236.3 37.0 22.4 17.2 11.2

average = 179.8 31.8 19.1 14.5 9.3

sid dev = 79.9 7.4 4.7 3.7 2.8
%RSD = 44.5 23.2 24.8 25.7 30.3

Sid err = 56.5 5.2 3.3 2.6 2.0

Comparison of Dumpster-Scenario Hydrogen Sulfide Results with Health-Based Limits

Various organizations have established or recommended health-base limits for hydrogen 
sulfide in air. The American Conference of Governmental Industrial Hygienists (ACGIH) 
threshold limit value - short-term exposure limit (STEL) is 5 ppm hydrogen sulfide for 15
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minutes.9 The National Institute for Occupational Safety and Health (NIOSH) ceiling 

recommended exposure limit (REL) for hydrogen sulfide is 10 ppm for 10 minutes, and the 
NIOSH immediately dangerous to life and health limit for hydrogen sulfide is 100 ppm.10 11 Table 
16 provides the EPA's acute exposure guidelines (AEGLs) for hydrogen sulfide."

Table 16. AEGLS FOR HYDROGEN SULFIDE 
Western Zirconium, Inc.

Ogden, Utah

Hydrogen sulfide 7783-06-4 (Interim) 
ppm 9/10/02

10 min 30 min 60 min 4 hr 8 hr
AEGL 1 0.75 0.6 0.51 0.36 0.33
AEGL 2 41 32 . 27 20 17
AEGL 3 76 59 50 37 31

Seven headspace tests were conducted where hydrogen sulfide was measured; three were 
performed on sample 30178, two on sample 30180, and one each on samples 30177 and 30179. 
Peak concentrations above 100 ppmv were recorded for one of the 30178 samples and both 
30180 samples tested. The 15-minute average hydrogen sulfide concentrations for samples 
30177, 30178, 30179, and 30180 exceeded the ACGIH STEL of 5 ppm. The 10-minute average 
hydrogen sulfide concentrations for samples 30177, 30178, and 30180 exceeded the NIOSH 
REL of 10 ppm. The 10-minute and 30-minute average hydrogen sulfide concentrations 
exceeded the EPA’s AEGL-I. No hydrogen sulfide measurements were made beyond 30 
minutes. The peak, 5-, 10-, 15-, and 30-minute average hydrogen sulfide concentrations are 
provided in Table 15.

The maximum temperatures of the headspace for the tests were between 96 °C and 98 °C, 
and the maximums were reached within the first minute of the tests. The time profiles in Figure 
8 and Figure 9 show that the maximum hydrogen sulfide coincided with the maximum 

temperature.

9 Threshold Limit Values for Chemical Substances and Physical Agents and Biological Exposure Indices, 
ACGII-I®, Cincinnati, OH. 2010.
10 NIOSH Pocket Guide to Chemical Hazards. Department of Health and Human Resources, Centers for Disease 
Control and Prevention, National Institute for Occupational Safety and Health. September 2005. 
hno://\vw\v'.cdc.gov/niosh/nne/nned0337.html Last accessed March 9, 2010.
11 United States Environmental Protection Agency. Acute Exposure Guideline Levels (AEGLs). 
httpy/earth I .epa.gov/opDt/aegl/pubs/resultsS7.htm Last accessed March 9, 2010.
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Figure 8. Hydrogen sulfide headspace profiles for 200-gram sample 30178 
triplicate and 200 mL water.

Western Zirconium, Inc.
Ogden, Utah

Figure 9. Hydrogen sulfide headspace profiles for 200-gram 
sample 30180 and 200 mL water.

Western Zirconium, Inc.
Ogden, Utah

X-RAY FLUORESCENCE RESULTS

Aliquots from samples 30177, 30178, 30179, and 30180 were qualitatively analyzed by 
X-ray fluorescence spectroscopy (XRF).

The samples were prepared using a Spex freezer mill. Samples were then pressed into 
pellets with boric acid as the side and backing material. Appropriate blanks and other standards
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were used as reference materials. A Rigaku fundamental parameters program, EZscan, was 
utilized in the analysis. The program scans for elements from fluorine (atomic number 9) 
through uranium (atomic number 92) in the periodic table and identifies the characteristic peaks 
when present.

The results showed predominating, similar spectra as that for the pure magnesium 
chloride standard. Zirconium was identified in the approximate range of 0.1 to 5 percent in 
sample 30178 and in lesser amounts (<0.l percent) in aliquots of samples 30177, 30179, and 
30180. Less than 0.1 percent barium was also identified in samples 30178 and 30179.

XRF Data Quality Control Measures and Assessment

Quality control measures included a boric acid blank pellet, a magnesium chloride pellet, 
an analytical triplicate pressed from subsample 30178-5, and a standard reference material 
(SRM), National Institute of Standards and Technology (NIST) 2711. Results from multiple 
analyses of the NIST 2711 SRM showed reproducibility of measurements for magnesium, 
zirconium, and barium. Results from the analytical triplicate showed agreement.

X-RAY DIFFRACTION RESULTS

The subsamples 30177-5, 30178-5, 30179-1, 30179-5, 30180-3, and a ‘‘nugget” of less 
than 1 centimeter in diameter from sample 30180 were qualitatively analyzed using X-ray 
diffraction. The analysis was to identify crystalline phases in the material and offer comparisons 

to the results found from the other laboratory assessments performed. Portions from each sample 
were ground with a mortar and pestle for presentation to the instrument. Crystalline phases or 
compounds are identified by comparing their powder diffraction pattern with reference data from 
the International Centre for Diffraction Data (ICDD) or with patterns scanned at NEIC from 
known reference materials. Table 17 summarizes the results for the various samples and 
standards utilized.
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Significant Compounds Found in Sample/Standard

Sample/Standard X’Pert Compound
other name(s)

30177-5 Chloromagnesitc
30178-5 Chloromagnesite
30179-5 Chloroinagnesite
30179-1 Chloromagnesite
30180-3 Chloromagnesite
30180 nugget ■----- Chloromagnesite

Bischofite

Magnesium chloride standard Chtoromagnes'ite
Silicon standard Silicon

<ame Chemical Name

Magnesium chloride MgCI2 
Magnesium chloride MgCI2 
Magnesium chloride MgCI>
Magnesium chtoride MgClj 
Magnesium chloride MgC^
Magnesium chloride MgCh 
Magnesium chtoride Hydrate MgCh-6H20

Magnesium chtoride MgCL 
Silicon - Si

XRD Data Quality Control Measures and Assessment

The compounds reported were correctly identified in standards analyzed. A NIST silicon 

standard was analyzed to verify that the diffractometer was in calibration.
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